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Oxidation and photo-induced oxidation of glucose at a
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Abstract

The oxidation and photo-induced oxidation of glucose at a copper-dispersed polyaniline film was studied in an alkaline hydroxide solution.
It was found that the copper-dispersed polyaniline electrode was capable of oxidizing glucose at potentials between 0.2 and 0.75 V/(Ag|AgCl),
with the rate of oxidation being higher than that observed at a bulk copper electrode. On irradiation of the composite with polychromatic
UV light, a further increase in the rate of the glucose oxidation reaction was observed. Formate was identified as the main product of the
glucose oxidation reaction under both light and dark conditions using 1H NMR spectrometry. This suggests that illumination does not alter
significantly the reaction pathway.
© 2004 Elsevier Ltd. All rights reserved.
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1. Introduction

In recent years there have been many reported studies
on the incorporation of metal particles within a conducting
polymer matrix, such as polyaniline or polypyrrole [1–7].
This incorporation can be achieved readily by the reduction
of the appropriate metal salt at the conducting polymer in-
terface. The interest in these materials lies in the fact that
they are promising new materials in the fields of catalysis
and electrocatalysis. For example, the incorporation of noble
metals within the porous polymer matrix produces a highly
dispersed noble metal catalyst with a greater surface area
and a much lower probability of agglomeration of the metal
particles. There is also evidence in the literature to show
that the poisoning of these incorporated catalytic particles
by strongly adsorbed species, such as CO, is significantly
less than that observed with their bulk counterparts [8–10].

In particular, there are a number of reports on the in-
corporation of noble metal particles in a polyaniline or
polypyrrole matrix and the catalytic oxidation of carbohy-
drate molecules, such as glucose, at these particles [11,12].
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For example, Becerik et al. [4,12] have shown that more
efficient oxidation of d-glucose occurs at palladium- or
platinum-dispersed polypyrrole electrodes than at pure pal-
ladium or platinum substrates. Likewise, Guascito et al. [3]
have observed the oxidation of glucose in an alkaline NaOH
solution at a copper-dispersed poly-3-methylthiophene sub-
strate.

The oxidation of glucose in an alkaline solution at cop-
per or copper-containing alloys is well known, although the
mechanism by which this oxidation proceeds remains some-
what controversial [13–19]. Johnson and co-workers [14,15]
in studying the oxidation of glucose at a number of copper
alloys have explained the enhanced oxidation at a Mn5Cu95
in terms of the Mn sites functioning as Lewis acid sites
for adsorption of the polar glucose molecule, while they
have interpreted the oxidation at a Ni10Cu90 alloy in terms
of a redox-mediated mechanism. Marioli and Kuwana [20]
have identified the interaction of the glucose with the ox-
ide/hydroxide layer as an important step in the subsequent
oxidation of the molecule. This interaction is initially ob-
served with the Cu(I) oxidation state, although interaction
may also occur with the Cu(II) state once it is formed.

In this paper, results are presented and discussed on
the oxidation and photo-induced oxidation of glucose at
a copper-dispersed polyaniline film. To the best of our
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knowledge, there are no reports in the literature in which the
photo-induced oxidation of glucose has been observed at ei-
ther a copper-dispersed polymer or a pure copper substrate.

2. Experimental

Electrodes were prepared from pure platinum (99.999+ %)
and pure copper (99.999+ %) rods. These rods were set
with epoxy resin in a Teflon holder and electrical contact
achieved by means of a copper wire attached to the base of
the metal sample with conducting silver-loaded resin. Prior
to each test the samples were polished to a smooth surface
finish, using successively finer grades of SiC paper, and
rinsed with distilled water.

The electrochemical cell was made of Teflon with a quartz
window in the base to allow irradiation of the test elec-
trodes. High-density graphite rods were used as the auxiliary
electrodes and a silver–silver chloride electrode was used
as the reference electrode. All potentials quoted are rela-
tive to this electrode. The illumination source was a 300 W
Xenon arc lamp (Oriel Model 6258). The light was passed
through a water cooler to remove infrared radiation. The
beam was then passed through a series of filters, lens and
mirrors and focused on the stage to illuminate the surface
of the exposed electrode. The intensity of the light enter-
ing the cell was measured as 200 mW/cm2 for unfiltered ir-
radiation (200–900 nm) using a Spectra-Physics CW Laser
Power Meter Model 407A. A maximum temperature rise of
1.9 ◦C was recorded over a 30-min illumination period with
this polychromatic illumination procedure.

The electrolytes were prepared using analytical grade
reagents and distilled water. The polyaniline films were
prepared using 1.0 mol dm−3 H2SO4 and 0.1 mol dm−3 ani-
line. Prior to use, aniline was distilled and stored in the dark
under an atmosphere of nitrogen. Copper was deposited at
the polyaniline film from a 0.02 mol dm−3 CuSO4 solution.
An alkaline, 0.15 mol dm−3 NaOH solution, to which addi-
tions of glucose were made, was used in the electrocatalysis
studies.

An analytical method was used to quantify the amount
of glucose electro-oxidized. This was achieved using the
Benedict’s solution [21] (1.1 mol dm−3 sodium carbonate,
0.7 mol dm−3 sodium citrate dihydrate and 0.7 mol dm−3

copper sulphate pentahydrate). The Benedict’s solution con-
tains a Cu2+–citrate complex, which is blue in colour and has
an absorbance at 739 nm. Once heated this complex will re-
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Scheme 1. Analytical determination of glucose concentration using Benedict’s solution.

act with the aldehyde functional group of glucose becoming
oxidized to a carboxylic acid group as shown in Scheme 1.
Accordingly, the absorbance at 739 nm can be equated with
the concentration of glucose.

The electrochemical measurements were carried out us-
ing a Solartron EI 1287 potentiostat. Cyclic voltammograms
were recorded at a scan rate of 50 mV s−1. Scanning elec-
tron micrographs and energy-dispersive X-ray analyses were
recorded on a Hitachi S-4700 cold cathode field emission
SEM using a secondary electron detector at an accelerating
voltage of 15 kV. The X-ray spectra were obtained using an
Oxford Instruments Inca Energy EDX detector attached to
the SEM. The samples were gold coated prior to imaging
using an Emitech K550 sputter coater. NMR spectra were
recorded on a 300 MHz Bruker spectrometer. DMSO was
used as the internal standard (2.51 ppm) and the residual
deuterated solvent was D2O.

3. Results and discussion

3.1. Preparation and electrochemical characterization of
the modified electrode towards glucose oxidation

The copper-dispersed polyaniline electrodes were syn-
thesized by depositing copper at polyaniline prepared
electrochemically at platinum. The pure polyaniline was
electrosynthesized by cycling the electrode in a 0.1 mol dm−3

H2SO4 solution containing 0.1 mol dm−3 aniline. A pre-
liminary cycle to 0.9 V was used to initiate radical cation
formation, followed by repeated cycling between –0.2 and
a lower potential of 0.75 V/(Ag|AgCl) to sustain polymer
growth without over-oxidation. This procedure, in which
oxidation of polyaniline to the higher pernigraniline state
was avoided, gave rise to the growth of pure polyaniline
layers free from any degradation products. The thickness
of these films was estimated as 125 ± 10 nm based on the
500 C cm−3 conversion factor [22]. The copper–polyaniline
composites were then prepared by depositing copper from
20 mmol dm−3 CuSO4 with 0.1 mol dm−3 H2SO4 at an ap-
plied potential of −0.175 V/(Ag|AgCl) for 30 min. A total
weight of 50±2.0 �g cm−2 of copper was deposited at each
polyaniline electrode. Using scanning electron microscopy
and energy-dispersive X-ray analyses, the deposited copper
was found to disperse at the polyaniline film as particles
with radii between 100 and 150 nm. This is in agreement
with several previous studies [1–3,11].
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Fig. 1. Cyclic voltammograms (10th cycle) at a (. . . ) copper and a (—)
copper-modified polyaniline electrode in 0.15 mol dm−3 NaOH between
–1.0 and 0.79 V/(Ag|AgCl).

In Fig. 1, the cyclic voltammograms of pure copper
and a copper–polyaniline composite are compared for
data recorded between the potential limits of −1.0 to
0.79 V/(Ag|AgCl). In both cases the data were recorded
in 0.15 mol dm−3 NaOH. Both the bulk copper and
the copper–polyaniline electrodes display the various
well-defined characteristic copper oxide/hydroxide forma-
tion peaks [23–25]. In particular, the oxidation peak at
−0.38 V/(Ag|AgCl) represents the conversion of Cu to
Cu(I). The oxidation peak at −0.124 V/(Ag|AgCl) represents
the formation of Cu(II) species due to oxidation of metallic
Cu to Cu(II) and Cu(I) to Cu(II). The large wave centred at
a peak potential of 0.11 V/(Ag|AgCl) can be associated with
the formation of soluble species, such as HCuO2

−, from
the oxidation of Cu, while the current increase at potentials
in the vicinity of 0.55 V/(Ag|AgCl) has previously been
attributed to the formation of Cu(III) species, which are
easily formed in highly alkaline electrolytes [23]. Exami-
nation of the reverse scan reveals, initially a small cathodic
peak at 0.6 V/(Ag|AgCl), which has been attributed to the
reduction of Cu(III) to Cu(II) [23]. The symmetric cathodic
peaks at −0.57 and −0.86 V/(Ag|AgCl) are due to the
transition of Cu(II) to Cu(I) and Cu(I) to Cu, respectively.
Very similar responses are observed at the copper-modified
polymer electrode. But, the peak potentials observed at the
composite are slightly shifted in the anodic direction. It is
also seen that the composite gives much lower currents,
which is connected with the fact that the composite has a
lower concentration of copper than the bulk electrode.

In Fig. 2, the cyclic voltammograms (10th cycle) recorded
between the potential limits of −0.2 and 0.79 V/(Ag|AgCl)
for pure copper and the copper–polyaniline composite in
0.15 mol dm−3 NaOH and in 0.15 mol dm−3 NaOH with the
addition of 3.8 mmol dm−3 glucose are shown. In these fig-
ures, the currents are normalized to the surface area of cop-
per. This was achieved by assuming that the magnitude of the
charge under the copper oxide reduction peaks, Fig. 1, is an
approximate indication of the amount of electroactive cop-
per. However, it should be noted that the oxidation currents

Fig. 2. Cyclic voltammograms (10th cycle) of (. . . ) bulk copper and
(—) copper-modified polyaniline electrode in 3.8 mmol dm−3 glucose in
0.15 mol dm−3 NaOH with currents normalized to surface copper load.
Also shown are background voltammograms (lower current traces) before
addition of glucose (. . . ) bulk copper and (—) copper-modified polyani-
line.

were in fact higher for the composite than the bulk electrode
before any normalization. In the absence of glucose, the cur-
rents remain low until potentials exceeding 0.7 V/(Ag|AgCl)
are applied; there is no evidence of the oxidation of copper,
as seen in Fig. 1, because of the higher switching potential of
−0.2 V/(Ag|AgCl), or of the electroactivity of polyaniline,
as it is well known that polyaniline loses electroactivity in
alkaline media [11,26]. In the presence of glucose, a single
forward oxidative wave, corresponding to the irreversible
glucose oxidation reaction is observed for both electrodes.
An increase in the oxidation currents is observed at approx-
imately 0.20 V/(Ag|AgCl), marking the onset of glucose
oxidation. These currents continue to increase up to a po-
tential of 0.65 V/(Ag|AgCl). This agrees with the proposed
involvement of copper (II) and copper (III) surface species
in the oxidation of glucose, as Cu(II) and Cu(III) species
are present in this potential range [20]. On the reverse cycle,
there is further oxidation of glucose. The bulk copper elec-
trode shows a peak in the oxidation wave at approximately
0.50 V/(Ag|AgCl), while the composite electrode shows an
oxidation peak centred at approximately 0.57 V/(Ag|AgCl).
However, the oxidation currents at the composite are over
twice that at the bulk electrode. This indicates greater
catalytic efficiency at the composite electrode.

3.2. Photo-induced oxidation of glucose at the composite
electrode

In Fig. 3(a) and (b), the influence of illumination on the
electrocatalytic activity of copper and the copper–polyaniline
composite in 0.15 mol dm−3 NaOH and 3.8 mmol dm−3 glu-
cose is shown, respectively. Three traces are presented: one
corresponding to the cyclic voltammogram recorded under
illumination conditions but in the absence of glucose, one
corresponding to the data recorded in the glucose-containing
solution under dark conditions and the third trace gives the
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voltammograms recorded under continuous illumination
conditions. Much higher oxidation currents are observed
with both the composite and the bulk electrode upon illu-
mination. The forward oxidation current is increased by a
factor of 89% for the composite electrode and a factor of
47% for the bulk copper electrode with illumination. This
clearly shows that the activity of the composite electrode is
enhanced to a greater extent with illumination; for exam-
ple, the forward oxidation current of the composite is 2.6
times greater than that of the bulk copper electrode under
illumination conditions.

To ensure that the oxidation currents observed under il-
lumination conditions were connected with the oxidation of
glucose, the concentration of glucose was followed analyt-
ically under dark and light conditions. For the purpose of
these experiments, a 7.60 mmol dm−3 glucose solution was
oxidized at a constant applied potential of 0.5 V/(Ag|AgCl)
for a 30-min period under dark and light conditions. Upon
analysis, the concentrations of glucose were determined as
7.20 ± 0.09 and 6.85 ± 0.08 mmol dm−3 for the dark and
light experiments, respectively, showing a near two-fold in-
crease in the amount of glucose oxidized under illumina-
tion conditions. Interestingly, the ratio of the charges passed,
Qlight/Qdark was 1.8 ± 0.1, which correlates well with the
changes in the concentrations.

The influence of glucose concentration on the oxidation
reaction at the composite electrode was examined under dark
and light conditions. Glucose concentrations were varied
from 1.0 to 8.5 mmol dm−3 and the oxidation currents were
recorded at a constant applied potential at 0.60 V/(Ag|AgCl).
At this potential, the oxidation reaction occurs efficiently as
shown in Fig. 3(b). These currents are plotted as a function
of glucose concentration in Fig. 4. The plot shows two traces,
for near-steady-state currents recorded under dark (follow-
ing 300 s) and under UV illumination conditions. In the case
of the illumination experiments, the data were recorded fol-
lowing the 300 s under dark conditions, and the photocurrent
was measured following an additional 200 s. Interestingly,
these traces are not parallel, with the slopes differing by a
factor of 1.5. This indicates that the photo-induced reactions
occur to a greater extent at the higher glucose concentra-
tions.

The oxidation and photo-induced oxidation reactions
were also found to depend on the copper loading. A typical
plot showing the steady-state oxidation current measured at
0.65 V/(Ag|AgCl) under dark and illumination conditions
in a 3.8 mmol dm−3 glucose solution are shown in Fig. 5.
Both traces clearly show that the oxidation currents increase
rapidly up to loadings of approximately 20 �g cm−2. At
higher copper loadings, the oxidation currents of both the
light and dark experiments increase at a much slower rate,
attaining almost steady-state conditions at loadings above
40 �g cm−2. However, it is seen that the oxidation currents
are higher under illumination conditions for all copper load-
ings, with the difference in the dark and light currents being
near constant for copper loadings exceeding 40 �g cm−2.

Fig. 3. Cyclic voltammogram (10th cycle) of 3.8 mmol dm−3 glucose oxi-
dation in 0.15 mol dm−3 NaOH at (a) bulk copper and (b) copper-modified
polyaniline electrode under (—) illuminated and (. . . ) dark conditions.
Background response under illumination before addition of glucose is
also shown (low current trace).

In order to rule out the possibility that the glucose is oxi-
dized by dissolved copper from the composite, the oxidation
of glucose in a 0.15 mol dm−3 NaOH solution with the addi-
tion of 10 mmol dm−3 CuSO4 was studied. Identical cyclic
voltammograms were recorded in the presence and absence
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Fig. 4. Steady-state glucose oxidation currents at an applied potential
of 0.6 V/(Ag|AgCl) at the composite electrode under (�) dark and (�)
illuminated conditions.
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Fig. 5. Effect of copper loading on the rate of glucose oxidation in
3.8 mmol dm−3 glucose in 0.15 mol dm−3 NaOH under (�) dark and (�)
illuminated conditions.

of the dissolved copper, indicating that any copper dissolved
from the composite would have little role in oxidizing the
glucose under these conditions.

In addition, heating of the solution during illumination
was discounted as being responsible for the photo-induced
oxidation of glucose. An Arrhenius-type plot was con-
structed for the oxidation of 3.8 mmol dm−3 glucose in
the temperature interval 0.0–40 ◦C. A linear plot was ob-
tained between the logarithm of the oxidation current and
the inverse of temperature, giving an activation energy of
39.23 kJ mol−1. This value agrees well with previous values
reported by Bercerik and Kadirgan [27] of 38.07 kJ mol−1

for the electrocatalytic oxidation of glucose. However, in
order to generate the oxidation currents observed during
illumination, the temperature of the dark solution would
have to be maintained at values in excess of 50 ◦C. Using
a copper thermocouple, the maximum temperature rise was
recorded as 1.5 ◦C following illumination for a 20-min
period. Consequently, the enhanced oxidation of glucose
observed during illumination cannot be explained in terms
of heating during illumination.

In order to obtain information on the products generated
during the oxidation of glucose, 1H NMR spectrometry was
employed. For these measurements the concentration of glu-

Fig. 6. 1H NMR spectra of 30 mmol dm−3 glucose solution (a) prior to electrolysis and after a 10-h electrolysis period at 0.65 V/(Ag|AgCl) at the
copper–polyaniline composite under (b) dark and (c) illumination conditions.

cose was increased to 30 mmol dm−3. The solution of glu-
cose was oxidized under dark and illumination conditions
at 0.65 V/(Ag|AgCl) for a 10-h period and then analysed. In
Fig. 6, the 1H NMR spectra of a solution of glucose before
oxidation and solutions electrolysed under dark and light
conditions are shown, marked as (a), (b) and (c), respec-
tively. For the starting material, the expected absorptions for
glucose in the 3.0–3.8 ppm region are seen. As the concen-
tration of glucose is relatively high, the electrolysis period
gives rise to only small decreases in the concentration of
glucose; with the concentration falling to lower values under
illumination conditions. The peak centred at 8.2 ppm, which
is only observed following electrolysis, is attributed to for-
mate and has been observed previously by Luo and Bald-
win [19]. This formation of formate indicates that complete
C–C bond cleavage occurs. This is also in agreement with
the findings of Marioli and Kuwana [20] who concluded that
the oxidation of glucose may proceed beyond the forma-
tion of gluconic or glucuronic acids to give lower molecular
weight products and fragmentation of the carbohydrate car-
bon skeleton. There may be some evidence for the formation
of six carbon derivatives, form the additional absorptions
in the 3.0–3.8 ppm region following electrolysis (Fig. 6(b)
and (c)). But it is impossible to identify these products as the
signals overlap with the absorptions of glucose to give com-
plex spectra. In addition, the spectra obtained after electrol-
ysis in the dark and light appear somewhat different because
the concentration of glucose is much lower after the 10-h
electrolysis period with illumination. However, regardless of
the electrolysis period, no new absorptions were observed
in the 6.0–7.0 ppm region which would indicate the forma-
tion of glucuronic acid, indicating that the major product is
formate, in agreement with Luo and Baldwin [19].

But, perhaps the most important conclusion to be drawn
from these data is that the same formate oxidation products
are produced, with complete fragmentation of the carbon
skeleton, under dark and illumination conditions. This, in
turn, indicates that illumination does not alter significantly
the reaction adducts or intermediates, but alters the nature
of the surface of the catalyst to give much higher rates of
oxidation of glucose.
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Table 1
Glucose, fructose, sorbitol and glycine oxidation charges shown as a function of light and dark conditions at copper and gold electrodes in 0.15 mol dm−3

NaOH

Compound Copper Gold

Concentration (mmol dm−3) Charge (C cm−2) Concentration (mmol dm−3) Charge (C cm−2)

Dark Illumination Dark Illumination

Glucose 3.8 0.029 0.043 10.0 0.038 0.038
Fructose 10.0 0.167 0.212 10.0 0.075 0.077
Sorbitol 10.0 0.185 0.245 10.0 0.053 0.054
Glycine 12.0 0.067 0.109 10.0 0.008 0.008

Furthermore, this photo-induced oxidation is not restricted
to glucose. The rate of oxidation of fructose, sorbitol and
glycine was observed to be much higher under illumination
conditions at the composite and at pure copper. Typical data
comparing the oxidative charge passed during oxidation of
the analyte at pure copper on polarizing the electrode be-
tween −0.2 and 0.8 V under dark and light conditions are
presented in Table 1. In each case, the charge recorded un-
der illumination conditions is considerably higher than that
observed under dark conditions, with a 60% increase in the
charge for oxidation of glycine under illumination condi-
tions. It is interesting to compare these results with simi-
lar experiments recorded with a gold electrode. Again, the
charges computed for oxidation of the analytes on polariz-
ing the gold electrode between –0.6 and 1.0 V are presented
in Table 1. However, in this case the charges recorded under
dark and light conditions are identical, showing that illumi-
nation has no effect on the rate of these oxidation reactions
at a gold interface.

This photo-induced oxidation of glucose observed at both
copper and the copper-dispersed electrodes appears to be
connected with the properties of the copper oxides, as these
reactions are not induced at the gold interface. According to
the model proposed by Marioli and Kuwana [20] for the ox-
idation of glucose, the oxidation is initiated by the deproto-
nation of the carbohydrate and isomerization to the enediol
form followed by adsorption onto the electrode surface. Car-
bohydrate is then oxidized by the Cu(II) and Cu(III) surface
states. It is difficult to see how illumination could alter the
adsorption step. Indeed, if this occurred, then a similar in-
crease in the rate of oxidation should be observed at the gold
electrode, and this is not the case. Also, illumination seems
to have little influence on the pathway of the reaction, with
the same products being formed under dark and light condi-
tions (Fig. 6). One possible explanation to account for these
observations may involve the semi-conducting properties of
the copper oxides. It is widely accepted that the passive films
formed on copper in alkaline solutions, although complex
in nature, consist of an overall duplex structure, with an in-
ner layer of Cu2O and an outer layer of CuO, followed by
Cu(OH)2 at higher applied potentials [28,29]. Both Cu2O
and CuO are well-known p-type semiconductors, with the
defects arising from cation vacancies in the oxide lattice. The
bandgap energy of Cu2O is reported to be 2.1 eV, while that

of CuO is 1.7 eV [30], although values as low as 0.6 eV [31]
have been reported. On illumination, electronic excitations
can occur in both oxide phases. However, since the bandgap
energy of CuO is considerably smaller than that of Cu2O,
it is likely that the photo-induced processes will arise from
transitions within the Cu2O phase, as electron–hole recom-
bination is the likely reaction for the low bandgap CuO. The
electrons and holes are swept in different directions depend-
ing on whether the semi-conducting electrode is subjected
to anodic or cathodic bias, and thus the interfacial reactions
can be either oxidative or reductive in nature.

The influence of applied potential on the photocurrent re-
sponse of the composite polarized in 0.15 mol dm−3 NaOH
is presented in Fig. 7. A cathodic photocurrent is observed
for potentials of 0.0 V/(Ag|AgCl) and lower. This is con-
sistent with the composite acting as a p-type material un-
der forward bias. However, as the potential is increased,
a small anodic photocurrent is observed and anodic pho-
tocurrents in the region of 6.0 �A cm−2 are observed at
0.5 V/(Ag|AgCl) at potentials where the oxidation of glucose
is seen (Fig. 2). At these applied potentials, the copper ox-
ide is subjected to extreme reverse bias and under illumina-
tion, the photo-generated holes will move to the electrolyte
interface. These photo-generated holes are highly oxidizing
and could easily promote the oxidation of the adsorbed glu-
cose molecules, as depicted in Eq. (1), or promote the for-
mation of highly reactive hydroxyl radicals, Eq. (2) which

Fig. 7. Photo-response of copper-modified polyaniline electrode at 0, 0.1,
0.2, 0.3, 0.4 and 0.5 V/(Ag|AgCl) in 0.15 mol dm−3 NaOH.
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then could give rise to the oxidation of the adsorbed glucose
at the copper surface. Another potential reaction is the ox-
idation of Cu(I) to Cu(II) by the photo-generated holes, as
depicted in Eq. (3). The redox potential of this reaction falls
well within the bandgap energy of Cu2O [32] making it a
thermodynamically viable reaction. Although this produc-
tion of higher oxidation states of the copper oxides would
be an attractive explanation to account for the enhanced ox-
idation of glucose and related compounds, we could find no
electrochemical evidence for a reduction in the amount of
Cu(I) or an increase in the amount of Cu(II) oxides follow-
ing illumination, either in the absence or presence of glu-
cose. This was deduced by comparing the charges for the
copper oxide reduction peaks, as shown in Fig. 1, following
the series of dark or light experiments:

Glucosesolution → Glucoseads + h+

→ Intermediates → Formate (1)

h+ + OH− → OH• (2)

Cu2O + H2O + 2h+ → 2CuO + 2H+ (3)

These photo-induced reactions are not observed at the
gold electrode under illumination conditions, Table 1, as the
gold oxide is not photoactive.

4. Conclusion

The oxidation of glucose was observed between 0.2 and
0.75 V/(Ag|AgCl) at a copper-dispersed polyaniline elec-
trode. On irradiation of the composite with polychromatic
UV light an increase in the rate of the glucose oxidation re-
action was observed. These results are explained in terms
of the generation of electron–hole pairs on irradiation of
the semiconducting copper oxide, with the holes facilitat-
ing the oxidation of glucose adsorbed at the copper oxide
interface.
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